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1. N0 :  CT26-008456E
2. Client
O Name :  HYUNDAI L&C
O Address : 19, Banpo-daero, Seocho—gu, Seoul, Republic of Korea
3. Date of Test : 2026.01.21 ~ 2026.02.04
4. Use of Report : Quality management
5. Test Sample : Bodag Interior Film

6. Test Method
(1) NIER Notice
No. 2024-71
(12.24.2024)

7. Test Results
1) Bodag Interior Film
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A : 199, Gasan digital 1-ro, Geumcheon—-gu, Seoul, Korea
—— End of Report ——

i i Tested By v Technical Manager
Af firmation i@)ﬁg‘]p
Name : Jaeho Lee Name : Song Seokho
This report is related with KOLAS and KS Q {SO/IEC 17025.
Our report apply only to the standards or procedures identified and to the sample(s) tested unless otherwise specified. The test
results are not indicative of representative of the qualities of the lot from which the sampie was taken or of apparently

identical or similar products. The results of using only a portion of this report cannot be guaranteed. The authenticity of this
test report can be checked on KCL website(www.kcl.re.kr).

The above test report provides test result(s) under the scope accredited by Korea Laboratory
Accreditation Scheme (KOLAS), which signed the !LAC-MRA.
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Result Inquiry : 199, Gasan digital 1-ro, Geumcheon-gu, Seoul, Korea 82-2-2102-2673
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